FUrth, 23.06.2008
Test report No.

Test of a material sample for ordered parameters
Arrival in lab: 16.06.2008; processing time: 16.06. - 23.06.2008
Head of analytical department Umweltanalytik/Warenprifung: Kerstin Scharrer

General note: Copying this test report partially is pemitted only in agreement with the contracted lab. The tests results refer only to
the: tested item.

This report consists of 2 poges.

Remark: The sample quantities of yarns ond labels are usually insufficient for tesling. Scit rmight happen, that positive resulls could not
be detected. If this is not acceptable for the client, these parts shall be provided in adequate amaounts {minimurm 5-10 g).

| Sample description: | Kalbfutter schwarz _12425-102 _single sample |

Test resuits
n.d. = not detectable

1. Chromium VI in ppm

Method: DIN EN 10 17075:2008-02 with IC/UV-VIS defection
Datection limit: 3 ppm
Recovery. 6%

[Test result | n.d.

2. Formaldehyde in ppm

Method: DIN ISO/TS 17224, 2004-10
Datection limit: 5 ppm
Recovery: 97 %

[ Test result | 38 |

3. Pentachlorophenol (PCP) in ppm

Method: PYV_C_01.01.02_v2007-01
Detecton Hmit Q.1 ppm

[Test result [ n.d. |




[ sample description: | Kalbfutter schwarz  12425-102 _ single sample

4. Analysis of amines of the classes MAK lil Al1/Ill A2 and EG C1/C2 as cleavage
products
of azo dyes in textiles and leather samples, results in ppm

Method: § 64 LFGB B 82.02-3

Datechion limit: " A0 ppm (30 - 100 pom quanditalive, = 100 ppm semi quantitative)

4-aminobiphenyl nd, {33 -dmethylbenzidine nd.
benzidine nd. [ 4,4 -mefhylendizo-foiuidine n.d.
4-chioro-o-foluiding nd. | p-cresiding n.d.
2-naphthylomine nd.” | 4.4 -methylen-bis-{2-chloroanifine] nd.
FCRIGroanIne nd. |44 -oxydianifne n.d.
4-rmethoxy-m-phenylendicmine nd. | 4&4-thicdianiine n.g.
4.4 -diaminodiphenyimethane nd. | o-toluidine nd.
3.3 -dichlorobenzidine n.d. 4-methyl-m-phenviendiomine n.d.
3.3 dimethoxybenzidine nd. | 2.4 5 dmethylaniine n.d.
o-anisidine nd. |caminocazotoluene [as o-toluiding] n.d.
2-amino-4-nifrotoluene {as 4methyl-m- n.d.

According fo the analytical resulis the tested sample does not coniain ony azo dyes banned by German consumer
goods ordinance,

5. Analysis of 4-aminodazobenzene, result in ppm

Method: § 64 LFGS B 82.029
Detection Hmit: 30 pprm (30 - 100 ppm quantitalive, = 100 ppm semi quantitative)
Test result (leather
n.d.
meth.]

According to the analytical resull the tested sample does not contain any azo dyes which set free 4-
aminoqzobenzene by reductive cleavage.
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